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Test Technology: Test Method(s)1: 
 

Thermal Analysis 
 
Melting Point (Tm), Glass Transition 
Temperature (Tg) and Degree of Cure (∆Tg) by 
Differential Scanning Calorimetry (DSC) 
 

 
ASTM D3418; ASTM E793; ASTM E794;  
ASTM E1356; ASTM D4591; ASTM E537; 
ASTM E1269; ASTM E2160; ASTM F2625; 
IPC-TM-650 (Method 2.4.25) 
 

Filler Content, Thermal Stability, Weight Loss 
and Decomposition Temperature (Td) by 
Thermogravimetric Analysis (TGA) 
 

ASTM E1131; ASTM D3850; 
MIL-STD-883, 
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