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Test Methods (TM) as listed in Airbus Commercial Aircraft QTML for
ELEMENT MATERIALS TECHNOLOGY - (310769)

e Next External Technical . Last
. ualification S : e Deviation o
Test Standard(s)* Test label Complexity Q Status Limitation comparison test| Qualification Reference Qualification
Participation. ** Reference Update date
FASTENER TEST METHODS THICKNESS OF
NASM1312-12 METALLIC COATINGS LOW QUALIFIED
NASM1312-6 FASTENER TEST METHODS HARDNESS LOW QUALIFIED
METALLOGRAPHIC TEST MACROSCOPIC
QVA-Z10-53-00 EXAMINATION GENERAL INFORMATION Low QUALIFIED
SAEAMS2315 DETERMINATION OF DELTA FERRITE CONTENT LOW QUALIFIED
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